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The Pore Structure of MFI type of Zeolites 
(ZSM-5 & Silicalite-1)
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parapara--xylenexylene plantplant
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Coating
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Why Membrane Orientation is 
Important?

Membrane performance

Boundary structure

Grain orientation

[002] [020]

Vs.

Pore orientation

Intracrystalline 
diffusion

Intercrystalline 
diffusion

Pore Orientation

Grain boundary 
structure

Crack-resistance 
upon calcination



Journal of Membrane Science 182:(1-2), 103-109 (2001)

1000X

Fluorescent Dye of 
Size larger than the 
zeolite pore



Membranes with 
<h0h>-out-of-plane orientation

NO Grain Boundaries Visible by FCOM
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Membranes with 
c-out-of-plane orientation

Grain Boundaries Visible by FCOM
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Industrial and Engineering Chemistry Research 40:(2), 544-552 (2001) 
Journal of Physical Chemistry B. 104:(38), 8982-8988 (2000)  
Microporous and Mesoporous Materials 38, 61-73 (2000) 
Chemical Engineering Science 54, 3521-3531 (1999)
Chemistry of Materials 11, 875-878 (1999)

c-axis
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Grain Boundaries Visible by FCOM
Low Density of Cracks

NO Grain Boundaries Visible by FCOM
High Density of Cracks
High Selectivity after crack reparation



MFI Zeolite Upon Calcination of TPA 
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XRD Patterns of TPA MFI Powder During Calcination (with Hanson, BNL)
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Resolution of d-Spacings of TPA MFI Powder Upon Calcination

(200) & (020)
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Alumina

What will happen to MFI crystals grown on alumina support ???

c-axis

Compared to Alumina



Experimental Setup for Membrane Samples at X7B BNL

Thin MFI Film
on alumina support

Translating Image Plate

Synchrotron X-ray

Heater with
Omega Controller

Thermocouple

- λ = 0.92 Å

- 24 Patterns/hour



Alumina (012)

M1: c-oriented membrane

2D Diffraction Pattern from Oriented MFI Membrane (M1)

c-axis

Mesoporous SiO2 Coated
Porous Alumina Support
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Strain of MFI Membranes of Different Microstrutures (M1 & M2)
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Stress-Induced Tunable Molecular Sieves ?
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Preparation of b-oriented 
Seed Monolayers

2µm 2µm 2µm

Lu, Y., et al., Nature, 
389, 364 (1997)
(Brinker C. J.)

Ha, K., et al., Adv. Mater.,
12, 1114, (2000)

(Yoon K. B.)
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Comparison with 
Reported Results

Permeance 10-10mol/m2s⋅Pa

Separation Factor
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Microstructure Characterization

Permeation Properties
Mechanical Properties

Microstructure Control ? 

Properties Prediction?



SilicaliteSilicalite--1 1 
surfacesurface

Subcolloidal
Particles ~3nm

SiO2
oligomers

TPA+

+

Small aggregates 
~10 nm

Ravishankar R. et al. J. Phys. Chem. 103, 4960 (1999)
P.P.de Moor et al. Chemistry-A European Journal 5, 2083 (1999)
Watson et al. J. Phys Chem B 101, 10094 (1997)
Schoeman et al. Zeolites 14, 568 (1994)
Twomey T.A.M. et al. Zeolites 14, 162 (1994)

Many experimental studies:

1-4 nm

Very few modeling studies:
Nikolakis et al. Chem Mater. 12, 845-853 (2000)

Zeolite Growth 
“Mechanism”



Zeolite Membrane: Limitations

Selective layer ~  1 ~ 20 µm

! Fragile
! Expensive
! Scale up still to be 
demonstrated

2µm



Polymer Membrane

Skin layer ~ 0.1 µm

D.F. Li, et al, J. Memb. Sci. 2002, 198, 211

100 µm

! Processability : ability to achieve thin selective skin layer in hollow fiber

! Cost effective : continuous extrusion process

Bore
Fluid

CoreSheath

Bore Fluid

Core

Sheath

Water Quench Bath Take-Up Drum



Polymer Membrane: Limitations and

Commercially
attractive

L.M. Robeson, J. Memb. Sci. 1991, 62, 165
W. Koros, et al., J. Memb. Sci. 1997, 137, 145Permeability(O2)

Se
le

ct
iv

ity
(O

2/N
2)
4A

zeolites

Mixed Matrix Membranes W. Koros, et al., J. Appl. Poly. Sci. 2002, 86, 881



To incorporate molecular sieves 
without sacrificing good properties of polymer !!

! Use selective molecular sieves much thinner than 100 nm

! Add small amount of molecular sieves (< 10 %)

100 nm100 nm~1 nm~1 nm

Tsapatsis,Jeong and Nair, US patent USSN 60/391,988 (2002)



From Barrier to Selective Nanocomposite
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R. M. Barrer, et al., British J. Appl. Phys. 1991, 12, 691 
E.L. Cussler,J. Memb. Sci. 1988, 38, 161
E.L. Cussler, et al., J. Memb. Sci. 1996, 119, 129
G.H. Fredrickson, J. Chem. Phys. 1999, 110, 2181



Selective Nanocomposite Membrane

~230 microns

~100 nm

100 nm100 nm
~1 nm~1 nm

NANOPOROUS LAYERS
molecular sieving
adsorption selectivity
mechanical strength
thermal stability

POLYMER MATRIX
processability
solution-diffusion selectivity
mechanical strength



Layered Material with Selective Layers

Layered Aluminophophates

Q.M. Gao, J. Solid State Chem.. 1997, 129, 37



Porous Layered

Q.M. Gao, J. Solid State Chem.. 1997, 129, 37

x

y

z

y
D = 9.4 Å

D

Green:  Phosphorus
Purple: Aluminum
Red: Oxygen

AluminumPhosphate (AlPO)



Fabrication of Nanocomposite Membrane
(In collaboration with Group of Eva Marand)

CTMA+Br-

Intercalated materials

Initial crystals

Polyimide in THF

Mixing at RT 
for 4 days

Casting

Evaporating THF

N+(CH3)3
N+(CH3)3

N+(CH3)3

N+(CH3)3

Nanocomposite
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H.-K. Jeong, et al, 2004 In press

Pure Polyimide



Transmission Electron Microscope Images

Cross-section of 
nanocomposite

100 µm

Epoxy

50 nm

Inorganic domain ~ 5 - 10 nm

Inter-domain Spacing > ~10 nm
H.-K. Jeong, et al, 2004 In Press



Performance of Nanocomposite Membrane

H.-K. Jeong, et al, 2004 In Press

O2/N2 CO2/CH4

!
! M3

M1

M3 M2
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4A

M1

PI

M2

!

"

": Pure polyimide, ": M1(5wt%), #: M2(10wt%), and !: M3(10wt%)

!: Matrimid ": 40wt% 4A/Matrimid W. Koros, et al., J. Appl. Poly. Sci. 2002, 86, 881



Layered Material with Microporous Framework Layers

Q.M. Gao, J. Solid State Chem.. 1997, 129, 37

Layered Aluminophophates

Layered Silicate (AMH-3)

H.-K. Jeong, et al., Nature Materials 2003, 2, 53
H.-K. Jeong, et al., US patent USSN 60/391,988 (2002)



AMH-3, The First Layered Material with

projection along a-axis projection along c-axis

Microporous framework layers

: Na+ : Sr2+ : O2-

3D Microporous layers

H.-K. Jeong, et al.,  Nature Materials 2003, 2, 53
H.-K Jeong, et al, US patent USSN 60/391,988 (2002) 



Why Mircoporous Framework Layers ?

projection along a-axis

Adsorption and Diffusion Properties 
can be fine-tuned like Zeolites

Na+ Na+ Na+ Na+ Na+

H.-K. Jeong, et al.,  Nature Materials 2003, 2, 53
H.-K Jeong, et al, US patent USSN 60/391,988 (2002) 

Na+ Na+ Na+ Na+ Na+
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